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RIG/0OCS-G: Specification: ES EN 12079
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Magnetic Particle (MT) Dye Penetrant (PT) ~
Procedure Used REV Procedure Used L REV /
Wet Dry Cont / W/L Intensity /’/F-C//j
AC DC Residual / Developer BAT
Yoke# Demagnetized Yes 0O No Dye H#
Coil#
UV Lamp Intensity UW/CM2  W/L Intensity fo Visual Inspection (VT)
Bath Strength % 100 ML Tube orocedure Used VE -~ P01 rev O
White Contrast Batch # W/L Intensity IOC) FC

Particle Batch #
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